
Probing the energetics of organic–nanoparticle
interactions of ethanol on calcite
Di Wu and Alexandra Navrotsky1

Peter A. Rock Thermochemistry Laboratory and Nanomaterials in the Environment, Agriculture, and Technology Organized Research Unit, University of
California, Davis, CA 95616

Contributed by Alexandra Navrotsky, March 25, 2015 (sent for review November 3, 2014)

Knowing the nature of interactions between small organic mole-
cules and surfaces of nanoparticles (NP) is crucial for fundamental
understanding of natural phenomena and engineering processes.
Herein, we report direct adsorption enthalpy measurement of
ethanol on a series of calcite nanocrystals, with the aim of mimicking
organic–NP interactions in various environments. The energetics sug-
gests a spectrum of adsorption events as a function of coverage:
strongest initial chemisorption on active sites on fresh calcite surfaces,
followed by major chemical binding to form an ethanol monolayer
and, subsequently, very weak, near-zero energy, physisorption. These
thermochemical observations directly support a structure where the
ethanol monolayer is bonded to the calcite surface through its polar
hydroxyl group, leaving the hydrophobic ends of the ethanol mole-
cules to interact only weakly with the next layer of adsorbing ethanol
and resulting in a spatial gap with low ethanol density between
the monolayer and subsequent added ethanol molecules, as pre-
dicted by molecular dynamics and density functional calculations.
Such an ordered assembly of ethanol on calcite NP is analogous to,
although less strongly bonded than, a capping layer of organics
intentionally introduced during NP synthesis, and suggests a con-
tinuous variation of surface structure depending on molecular
chemistry, ranging from largely disordered surface layers to ordered
layers that nevertheless are mobile and can rearrange or be dis-
placed by other molecules to strongly bonded immobile organic
capping layers. These differences in surface structure will affect
chemical reactions, including the further nucleation and growth
of nanocrystals on organic ligand-capped surfaces.
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The interactions between simple organic molecules and in-
organic surfaces, nanoparticles (NP), and clusters with con-

trolled properties provide fundamental insights to understand much
more complicated natural phenomena, including biomineralization
(1), contaminant and nutrient transport in soils and aquifers (2),
and CO2 transport and carbonate formation (3–5). Such organic–
inorganic systems are also encountered in technological environ-
ments, particularly selective catalysis (6–8), enhanced oil recovery
(9), self-assembly of colloidal NPs (10–13), and CO2 capture and
sequestration (14). Despite being well-documented qualitatively, the
magnitudes of such interactions and their impact on the interface
molecular configurations have barely been directly identified. In this
context, NP plays a very active and crucial role linking the organic
and inorganic worlds. Their high surface energies enable ready as-
sembly with organic molecules (15). Such organic termination or
capping may mask the original NP surface identity (4) (hydropho-
bicity, charge, and/or chemical group), resulting in a modified outer
shell, which may feature unique configuration and functionality
(electronic, optical, steric, and/or chemical) (1, 5, 16). However, a
clear understanding of the organic ligand–NP interactions and
surface chemistry–structure relations is still far from complete.
Thorough thermodynamic study of the energetics of organic

ligand capping of NPs is essential to understanding reactivity.
Herein, we use calcite NPs with ethanol, as simple chain-like
polar molecule, as representative of hydroxyl containing organic

ligands. Calcite is the most stable calcium carbonate polymorph
(17), well known for its ability to form numerous multifunctional
nanoscale architectures with proteins made by organisms (18, 19).
Previous studies by molecular dynamics (MD), density functional
theory (DFT), and atomic force microscopy (AFM) suggest that,
once adsorbed, ethanol molecules self-assemble to a highly ordered
monolayer on the calcite surface (20, 21). A low ethanol density,
spatially thin gap between the first and second layer of adsorbed
ethanol is also predicted to exist (22). However, so far, no direct
experimental evidence describes the energetics of such a unique
surface configuration.
Direct gas adsorption calorimetry was initially developed in

our laboratory to measure the hydration enthalpy of NPs (23, 24).
The experimental system includes a commercial gas adsorption
analyzer coupled with a microcalorimeter (25). Recently, we have
expanded its application to multiple gases, including CO2, Kr, and
Xe (26–28), on metal–organic frameworks. In this work, to explore
the nature of organic ligand–NP interactions, ethanol vapor was
used as the adsorbate, whereas a series of nanophase calcite
particles was selected to represent a nanoscale inorganic mate-
rial. The results show a complex pattern of adsorption energetics
which lends support to the structural model proposed by com-
putational and microscopic methods (20–22).
Four high-quality commercial nanocalcite samples, charac-

terized and used previously in a study of calcite surface energy
(29), were used as adsorbents (Table S1). The details of direct
gas adsorption calorimetry experiments are described in Materials
and Methods.

Results
The properties of the nanocalcites (same materials as used in our
previous study of surface energy) are listed in Table S1 (29). All
samples have highly uniform particle size (65–133 nm). This range
of sizes provides the necessary large surface areas for adsorption
calorimetry, maintaining a recognizable calcite structure, while
avoiding significant structural disruption from high concentration
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of surface defects and/or amorphization. Additionally, there are
no detectable adsorbed organic species (infrared spectroscopy)
or phase transitions (powder X-ray diffraction) after pretreatment
at 150 °C under vacuum (29). Therefore, the signals monitored by
adsorption calorimetry represent solely the binding of ethanol to
the calcite surfaces.
Ethanol adsorption isotherms are shown in Fig. 1A. They are

all type I isotherms (30) exhibiting steep initial uptake, an in-
dication of strong chemisorption. Type I isotherm is observed
when the adsorbate–adsorbent interaction is favorable yet the
adsorption process features limited adsorbate layers (30). The
adsorption amount varies for each sample due to their intrinsic
geometric differences, including possible presence of pores and
channels. We define differential enthalpy as the incremental
change in molar enthalpy with increasing adsorption. The differ-
ential enthalpy of adsorption is plotted as function of the number
of ethanol molecules adsorbed per nm2 surface area (Fig. 1B). The
initial dose of ethanol on fresh nanocalcite generates the most
exothermic enthalpy of adsorption, −121.2 ± 2.4 kJ/mol ethanol.
Further adsorption results in less exothermic heat effects. The
differential enthalpy curve reaches its first plateau at −98.3 ±
4.8 kJ/mol ethanol, which spans 0.3–3.5 ethanol molecules per nm2

(the latter being approximately a monolayer of ethanol), before

ending with a sharp rise to the next plateau (−3.2 ± 1.6 kJ/mol
ethanol) above 3.5 molecules per nm2 (31). Surprisingly, the position
of the second plateau is much less exothermic than that of the
condensation enthalpy of ethanol [−42.3 kJ/mol, at 25 °C (32)].
This anomalous value suggests very weak interactions between
this second layer of ethanol molecules and the calcite surface,
among ethanol molecules in the second layer and/or between the
first and second layer of adsorbate, such that the enthalpy of
adsorption is much less exothermic than that associated with
forming a normal liquid ethanol phase from the vapor. We de-
fine integral enthalpy of adsorption as the sum of differential
adsorption enthalpies divided by the total moles of ethanol adsorbed
up to certain coverage (Fig. 1C). It becomes less exothermic as
adsorption proceeds, showing an inflection point at the same
coverage as the sharp change on the differential enthalpy curve.

Discussion
This set of direct experimental observations enables us to un-
derstand the fundamental thermodynamics and surface chemistry
for the ethanol–nanocalcite system. Strong thermochemical evi-
dence linking the energetics and existence of a predicted spatially
thin gap with low ethanol density (22) between the first adsorbed
ethanol monolayer and the subsequent layer has been identified.
For each differential enthalpy curve, there appear to be three

distinct sections: (i) the strong initial binding of ethanol on fresh
nanocalcite, (ii) the intermediate chemisorption at the first
plateau, and (iii) the weakest interaction at the second plateau.
Our current work provides ethanol–nanocalcite binding energy
at near-zero coverage (−121.2 ± 2.4 kJ/mol ethanol), which may
not be readily calculated by fitting isotherms collected at various
temperatures and has not, to our knowledge, been observed in
previous investigations. Such strong adsorption usually happens
on defect sites of NPs, which may be the atomic steps, corners
(regions of high step density), or lattice defects (particularly
impurities and vacancies), and perhaps plays a crucial role in the
initiation of surface reaction between (bio)organic molecules
and minerals. The first plateau at −98.3 ± 4.8 kJ per mole eth-
anol shows clear evidence of the formation of an approximately
close-packed monolayer of ethanol with strong chemisorption at
the nanocalcite surface. The termination of the first plateau at
about 3.5 ethanol is in excellent agreement with the calculated
monolayer coverage of ethanol on calcite, 3.6 molecules per nm2

(31). Our results suggest that, regardless of their particle size or
surface areas, different nanocalcites appear to have binding sites
with quite similar energetic states. In addition, the current result
on this plateau is in good accordance with both the simulated
adsorption enthalpies (20), −91.3 [molecular mechanics (MM)]
and −89.6 [density functional theory calculations (DFT)] kJ/mol
ethanol, and the calculated isosteric heat (31) (−Qst, −94.0
kJ/mol ethanol). These strong interactions almost certainly arise
from strong bonding between the calcite surface and the hy-
droxyl end of the ethanol molecule and guarantee robust con-
nection at the interface, which may enable subtle tailoring of the
surface properties (energy or charge or hydrophobicity), resulting
in stable, controlled intermediate surfaces in organic ligand–NP
reactions.
Calcite NP can be stabilized by adsorbed organic molecules;

in return, the surface may also determine the configuration/
microstructure of the bound adsorbates. Using MD simulation,
Cooke et al. (21) predicted that ethanol was able to interact
with both Ca–O and OH groups on the calcite surface, forming
an ordered, very stable Langmuir adsorption monolayer. These
conclusions were supported by AFM, showing that ethanol mole-
cules self-assemble to a hydrophobic, new surface on calcite, which
is even preserved in 50% ethanol aqueous solution (21). Later, Sand
et al. (20) proposed that the highly ordered ethanol monolayer may
be directed by the calcite surface. They also pointed out that once
immersed in bulk ethanol, the calcite surface may impact the

Fig. 1. (A) Ethanol adsorption isotherms, (B) corresponding differential, and
(C) integral enthalpies of ethanol adsorption for nanophase calcite samples
at 25 °C.
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molecular arrangement of bulk liquid phase for a significant
distance. Furthermore, using coupled X-ray reflectivity and MD,
Pasarín et al. (22) described a more detailed surface configuration
with a highly ordered ethanol monolayer about 6 Å in height
forming at the ethanol–calcite interface, and a subsequent thin
gap of about 1 Å indicated by an extremely low density of eth-
anol. This gap is then followed by a region of more disordered
layers about 14 Å, mostly with their hydrophobic ends pointing
toward the gap. Recently, the binding energies between alcohols
and calcium carbonate phases were studied using both DFT
and isosteric heat calculation (Qst) from adsorption isotherm
data between 0 and 20 °C. It was found that alcohols heavier
than methanol (including ethanol) tend to bind to the calcite
surface more strongly than water and acetic acid (31). Very
recently, the interactions of a series of alcohols with the calcite
surface were studied using X-ray photoelectron spectroscopy
coupled with MD simulation, in which all alcohols were found
to bond with calcite surface through the hydroxyl group forming
closely packed, ordered monolayer (33). All these previous
investigations suggest a spatially thin gap with low ethanol density
between the first adsorbed monolayer and the bulk alcohol.
Our thermodynamic study strongly supports such a model (22).
Specifically, the first ethanol monolayer constructs a hydrophobic
new surface with its –CH3 tail facing outward, indicated by the
second plateau on the differential enthalpy profile, with near-zero
physisorption enthalpy. In this circumstance, the ethanol mole-
cules immediately beyond this gap cannot form effective bonding
with the hydrophobic tails of the monolayer of ethanol, whose
hydrophilic ends are inaccessible, being tethered to the calcite
surface. Indeed, a recent X-ray pair distribution function analysis
study suggested that such enhanced short-range order of organic
molecules, both polar and nonpolar, induced by colloidal NPs is
universal. The restructuring effect may reach up to 2 nm beyond
the particle surface and directly contribute to the functionality of
NPs (34).
Water is the most common adsorbate on NP surfaces and it

may compete with organics and affect the ligand–NP reactions.
Despite the same functional group (hydroxyl, –OH), the ad-
sorption enthalpies for water and ethanol exhibit distinct be-
havior (Fig. 2). Unlike ethanol, water adsorption generates type
II isotherms (30) with more positive slope and higher uptake
throughout all P/Po range (Po-water = 23.77 mm Hg and Po-ethanol =
58.75 mm Hg, at 25 °C). In addition to favorable adsorption, the
type II isotherm also suggests continuous formation of water mul-
tilayers until saturation (30). At near-zero coverage, adsorption of
both molecules on a fresh nanocalcite surface produces a very
similar heat effect (Fig. 2B). This probably reflects the energetic
states of the surface defects of nanocalcite, which may be able to
accommodate the OH group from water or from ethanol with
similar energetics. As coverage increases, differential enthalpies
of both water and ethanol adsorption become less exothermic.
However, unlike the differential enthalpy profile of ethanol
adsorption, water adsorption merely shows a single differential
enthalpy plateau at its heat of condensation (−44.0 kJ/mol).
Hence, the adsorption energy differences clearly distinguish the
discontinuity of ethanol adsorption from the continuity for wa-
ter layers on nanocalcite. The integral enthalpy of adsorption
leads to the same conclusion by showing a clear discontinuity in
slope for ethanol at about 3.5 molecules per nm2, whereas the
trend for water adsorption appears continuous and monotonic.
Moreover, at any particular partial pressure (P/Po) below 0.05,
the binding of ethanol is more exothermic than that of water
(Fig. S1). Interestingly, analogous adsorption behavior has also
been observed on mesoporous silica, with ethanol showing much
stronger binding with the surface than water (35).
We also calculated the partial molar free energy (chemical

potential) and entropy change (Δμ and Δs) plots for both vapors
(Fig. 3). The selected equilibrium system includes both gas-phase

and surface-adsorbed ethanol molecules in the forked tube. Pure
gas phase (water or ethanol) at 1 atm and 25 °C was selected as
the standard state. The Δμ was derived directly from the ad-
sorption isotherm [Δμ = RT ln(p/po), po = 1 atm], and Δs is
calculated by the equation Δμ = Δh − TΔs. The Δμ and Δs
curves mimic the fashion of Δh, both of which become less neg-
ative as more molecules are adsorbed, stepwise for ethanol and
gradually for water. Interestingly, upon monolayer formation, the
trend of chemical potential plot of ethanol adsorption strongly
suggests great depression of affinity on an energetically less fa-
vorable surface of carbon tails, indicated by the second, near-zero
plateau (Fig. 3A), and supported by the positive values of entropy
change (Fig. 3B). On the other hand, all partial molar properties
of water–calcite NP interactions suggest steady adsorption with
continuous formation of stacked water multilayers.
The calorimetric data on NPs support and provide a quanti-

tative energetic basis for the structural observations, many of
which refer to the surface of bulk calcite or to idealized surfaces.
This agreement suggests that the defect density (steps, kinks,
chemical defects) on the relatively large NPs we studied is not
high enough to significantly disrupt the ordering of ethanol
molecules on the NP surfaces. Smaller particles, which appear

Fig. 2. (A) Water and ethanol adsorption isotherms, (B) corresponding
differential, and (C) integral enthalpies of adsorption for the nanophase
calcite NMT-2, at 25 °C. The water adsorption calorimetry data for NMT-2 are
reproduced from ref. 29.
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very difficult to make without strongly bonded organic capping
agents, may adsorb ethanol differently.
The current thermodynamic investigation provides crucial in-

sights on organic ligand–NP interactions for geological and
technological systems as illustrated below. First, the tight capping
of organic ligands may shield the NP from harsh environments. In
other words, the strong exothermic binding observed in the pre-
sent work may effectively counteract the inherent high surface
energy of bare inorganic NP, paying for the energy cost of “being
exceptionally small.” For instance, it is found that the adsorbed
organics (mainly proteins) generated by microorganisms may sig-
nificantly stabilize the highly metastable precursor phases in bi-
ologically controlled mineralization and early stages of geologic
CO2 sequestration, to achieve delicate development of crystals
with preferred sizes and morphologies (36–38). Such natural
strategies are mirrored in the synthesis of artificial colloidal NPs.
Upon organic ligand assembly, the newly formed hydrophobic soft
shell surface may not only significantly lower the surface energy,
disperse the NPs uniformly in different organic solvents, but also
ensure formation of a monodisperse array of colloidal NPs, with
defined phase, shape, and size (12, 39). Therefore, these obser-
vations further suggest that subtle manipulation of the interplay of
thermodynamic driving force and surface chemistry may hold
the key to rational design of stable materials or devices at the
nanoscale.
Strong interactions at the ligand–NP interfaces create ther-

modynamically stable hybrid core–shell nanostructures, which
often feature selectivity and reactivity that can be optimized for
specific functions. Indeed, such delicate functionality is directly
linked to the evolved free energy owing to organic capping. For
example, the protein monolayer-coated NPs appear to have hy-
drophobic surfaces and may selectively bind other biological
entities (proteins/enzymes/DNA and cells), making effective bio-
molecular transporters and/or sensors (37, 40). Interestingly, similar
selective molecular recognition is also seen in engineered hydro-
genation reactions using alkylamine-capped NP catalysts, wherein
substantially enhanced catalytic selectivity has been reported.

Stereo-, electro-, and chemical-selective controls are discussed
(7). The energetics of ligand binding as well as its coverage are
crucial factors governing the reactivity and selectivity. Capping
ligands binding too weakly may have little or no effect on se-
lectivity. However, if they are bonded too tightly, the ligand
capping may significantly reduce the catalytic activity. Using NMR
spectroscopy, Valdez et al. (41) recently demonstrated that the
capping of dodecylamine on zinc oxide NPs was patchy, including
three types of binding: strongly bound, weakly associated, and free
molecules in solution. The capping group density was also quan-
tified, however, the magnitude of different interactions has not
been determined. Our measurements demonstrate accurate quan-
tification of ligand–NP interaction at the interface. Furthermore, we
argue that such stepwise energetic profiles may be common for
ligand–NP binding, especially if the inorganic core is small and with
various defined facets, which may interact differently with the same
ligand or selectively bind specific organic molecules. Although
the energetics of ligand–NP interaction may appear in a stepwise
fashion, the gradual transition from weakly bonded exchangeable
surface layer to strongly bonded to classical capping is a contin-
uum and not a set of different phenomena. Accurate quantifica-
tion of such ligand–NP interactions may be successfully performed
by careful design of calorimetric experiments in appropriate
conditions. Although we did not study the kinetics of the dis-
placement of water by ethanol and other molecules, it is clear that
such work would be valuable for both geochemical and materials
applications. The thermodynamics of these interactions, which
was our focus, must be the starting point for kinetic and mech-
anistic studies.
The conditions for underground CO2 sequestration represent

another “harsh environment.” It is impossible at present to re-
liably extrapolate our calorimetric adsorption data for water,
CO2, or ethanol to conditions of supercritical CO2. Nevertheless,
our data represent a starting point which may be especially useful
for molecular modeling approaches to the sequestration envi-
ronment. The competition among CO2, water, and organics for
binding to mineral surfaces and to each other under such condi-
tions clearly needs detailed study in terms of both thermodynamics
and kinetics.

Conclusion
Using direct gas adsorption calorimetry, we clearly demonstrated
strong bonding for the formation of an ethanol monolayer on the
nanocalcite surface. The existence of a low-density gap between
the first and second layer of adsorbed ethanol is strongly supported
by the thermochemical data. In a broader sense, knowing such small
organic molecule–NP interaction is a crucial first step to understand
much more complicated organic ligand–inorganic NP interactions
at the interfaces in both natural geological and biological environ-
ments and technological conditions. Moreover, the fundamental
thermodynamic information may offer valuable insights and aids to
material scientists for rational design and fabrication of advanced
(bio)hybrid nanoscale functional materials.

Materials and Methods
The enthalpies of ethanol adsorption were measured by a gas adsorption
calorimetry system, which included a Calvet-type microcalorimeter (Setaram
Sensys) coupled to a gas adsorption analyzer (Micromeritics ASAP 2020), as
described previously (25). Specifically, hand-pressed sample pellet with about
5 m2 total surface area was loaded into one side of a silica glass forked tube,
the other side of which was left empty acting as reference. The tube was
inserted into the twin chambers of the microcalorimeter, connected to the
analysis port of the ASAP 2020, and subjected to strong vacuum degas (<10−3 Pa)
at 150 °C for 6 h to remove all adsorbed species. The ASAP 2020 was operated
in incremental dosing mode (1 μmol) with a reaction equilibration time of
1.0 h. Each dose of ethanol (pure, anhydrous alcohol, Fluka) vapor produces a
distinct calorimetric signal whose area represents the heat of adsorption and
the amount adsorbed was determined by the pressure drop at equilibrium.

Fig. 3. (A) Free energies and (B) differential entropies of water (blue) and
ethanol (red) adsorption at 25 °C on NMT-2.
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